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Abstract

Background: Generally, material scientist discussing new-fangled nanotechnology research and its conversation
turns to the commercial aspects or potential issues around health, safety, and the environment. In recent years,
few of them have been shown interest to apply nanotechnology for forensic purposes which are related to societal or
community issues.

Main text: In forensic science, nanotechnology majorly is applied to develop reactive (‘smart’) materials; micro-
chip technology; nanomanipulators; nanoimaging tools for visualization. These advances in forensic technologies
have mainly been focused on analytical techniques. These techniques are based on nanomaterials that are able
to provide either improved performance over conventional techniques or enable to collect information from a
crime scene that would not otherwise have been possible ever. Moreover, some crucial forensic issues such as
cost and time effectiveness, wide availability, accuracy, and reliability of results are major concerns in forensic
investigation and security.

Conclusion: With the help of this review article, an attempt was made to elucidate how nanotechnologies could
be crucial in addressing current forensic investigation issues such as collection and analysis of evidence from the
crime scene and how these technologies may be helpful in preventive forensic and security measures.
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Background
Nanotechnology is a combination of various field of phys-
ical, chemical, and biological sciences that study the
phenomenon on the nanometer scale (1 nm—1 billionth
of a meter) (Pitkethly 2010). A couple of years ago, nano-
technology have been part of science fiction novels and
subject of speculative researches in clandestine laborator-
ies. Nowadays, nanotechnology is one of the most promis-
ing but disputable emerging technology among the
existed technologies (Teeuw et al. 2008).The research in
forensic science perceived as the process of using specific
techniques and methods for inspecting, gathering, and
analyzing trace evidences at the scene of crime. Nowadays,
introduction of nanotechnologies in forensic science will
significantly transform the processes of investigation by
making them faster, more accurate, more effective, more
sensitive, and easy to apply that explains the indisputable

significance of this technologies (Lodha et al. 2016).
Few research groups have focused on nanotechnology
which is applied in the field of forensic science such
as reactive (‘smart’) materials, microchip technology,
nanomanipulators, nanoimaging tools for visualization
(McCord 2006).
In this continuance, nanoplatform alone or in junc-

tion with other technologies is expected to have signifi-
cant application in security, drug screening, explosive
detection, and DNA analysis which enable forensic in-
vestigators to perform complex analysis or to discover
even the smallest traces of evidence at the crime scene
(Chen 2011). However, application and improvement
implications should also be analyzed in order to draw
the full picture of possible application of nanomaterials
in forensic science, so that no chance of risk or uncer-
tainty is left behind unexplored (Shukla 2013).
Furthermore, two additional very specific nanotechnol-

ogy applications have also been widely discussed in the
previous literatures, namely, nano sprayers and “lab-o-
n-a-chip” device. Nano sprayers used to find even the
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smallest trace evidence on the crime scene and the
lab-on-a-chip device is capable to perform multiple ana-
lysis and tests using incredibly small quantity of sample
(Giannoukos et al. 2016). Development of advanced
trace evidence collection and analysis tools will be highly
needed due to the fact that materials would have be-
come almost immaculate and thus harder to detect and
identify. In that respect trace evidences themselves are
expected to become smaller, even to the amount of a
single cell. With the help of nanotechnology detection
and analysis of a single DNA molecule in forensic re-
search would be possible (Saiyed et al. 2008; Foquet et
al. 2002).
In addition, the new analytical devices would replace the

existing chemical labs with multiple hand held devices
and processes. It may able to perform complex chemical
and biological analysis precisely on the spot of crime scene
that would reduce the time needed to proceedings.
Lab-on-a-chip devices are easy to perform, and no special
training required to use these devices which makes inter-
pretation even more easy, rapid, and accurate than the
current lab results (Mark et al. 2010). The abovemen-
tioned technologies are expected to become available for
the general public, which can be very beneficial for the in-
volvement of the broader circle of participants in the fo-
rensic research and in the general crime prevention.
Moreover, described nanotechnology can not only serve
as forensic tool itself, but also actually enable further func-
tions to be developed (e.g., smart designed devices), so
that a synergy in the convergence of technology to be wit-
nessed. Another important advantage of nanotechnology
in forensics discussed in the literatures is the integration
of existing laboratory processes into single device that
would be able to handle laboratory contamination prob-
lems (Lad et al. 2016). All such nanotools are playing an
important role considering their well-known advantages
of sensitivity and selectivity. It is due to appropriate selec-
tion of molecular receptors of a nanosensor which serve
as templates for the material to be detected.
To enhance the security and to prevent the crime,

nanotechnology has proved its efficiency. Security issues
included protection of citizen, prevention from fraud,
prevention measures against organized crime and terror-
ism (Docobo 2005). In many countries, futile methods
used for crime prevention are the major issue of high
rate of crime. Basically, the methods which have been
used to prevent and detect crime are not very specific/
effective, that is why it stuck law enforcement officers
from preventing/investigating crime (Gordon 2011).
When law enforcement officers are unable to carry out
proper forensic investigation, it may affect the security
measure.
In addition, analysis of forensic evidences is ensuring

that whether suspect is criminal or innocent. In most

of the cases, due to trace amount of forensic material,
analysis would be difficult and therefore, it is hard to
ensure the link between crimes with suspect. Finally,
either case is in pending stage or unsolved. To resolve
this issue, nanotechnologies play a crucial role in ad-
dressing current security apprehensions. For example,
nanotechnology-based method immensely improves
the collection and analysis process of physical evi-
dences found at the scene of crime which may not
only help to transform the crime investigation process
but also to the judiciary system (Fourth Nanoforum
Report 2004). These revolutionary changes in forensic
technology will continue to renovate forensic investi-
gation and judiciary system along with the develop-
ment of more tools for crime prevention. Therefore,
this review article emphasized to elucidate the crucial
role of nanotechnology in addressing current forensic
investigation issues such as collection and analysis of
evidence from the crime scene that could be helpful in
crime prevention and security measures (Fig. 1).

Main text
Role of nanotechnology in forensic investigation
Fingerprint identification
Since ancient time, fingerprints have been used as unique
evidences which were later also used on Babylonian clay
tablets for business transaction (Pitkethly 2010). Ideally,
the fingerprint powder will fix to the residues left by the
finger and give rise to the distinctive patterns that help to
identify an individual as a fingerprint, but not stick to
background or other surface. Latent fingerprints are com-
monly developed by various colored materials such as car-
bon black on white/light background and aluminum flake
on black/dark background. The drawback of these mate-
rials is its adherence power because they do not only help
to decipher the latent fingerprint but also stick to the
background of the fingerprint. Since they adhere to both
print and its background, it is difficult to get clear image
of the fingerprint, so identification is a major issue. In this
condition, engineered or synthesized nanoparticles are be-
ing used to overcome this problem. In forensic science,
nanotechnology can be helpful in collection and analysis
of the evidences found at the crime scene. Forensic ex-
perts gather extensive range of physical evidences from
the scene of crime that would be helpful to correlate a
suspect with the crime. These physical evidences not only
link an individual/group of individuals with crime but also
help to prove them innocent. In the normal procedure,
after collecting the evidences, they are packed appropri-
ately and sent to the laboratory for further analysis. These
procedures are time-consuming and chances of error are
more. In addition, a study revealed that micro X-ray fluor-
escence method can be used to visualize the latent finger-
print (Worley et al. 2006). In this effective method, latent
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fingerprint becomes visualized by ascertaining inor-
ganic constituents that are present in the prints. This
method is in contrast to the chemical enhancement
methods that have been applied to visualize latent fin-
gerprints. This micro X-ray fluorescence method has
several advantages over conventional chemical method
for detecting latent finger prints. Micro X-ray fluores-
cence is a non-destructive method that does not affect
the analysis and the stability of the inorganic residues
during image formation of fingerprints. During analysis
of the fingerprint, result revealed that some of the resi-
dues contain silicon, aluminum, and calcium (Su 2016).
Still this method required instrument and trainer to
conduct such analysis. However, latest nanotechnology-
based techniques can help to analyze the evidences on
the spot at the scene of crime; that not only save the
time of analysis but also reduce the chances of error.
Nowadays, in the forensic investigation process, different
types of nanopowders have been applied to reveal the
latent fingerprints on various surfaces (Torgal and Jalali
2011). In this order, photoluminescent CdS semicon-
ductor nanocrystals capped with dioctysulfo-succinate
had been used to improve the detection of finger-
prints (Menzel 2001). Recently, a group of researchers
(Arshad et al. 2015) have synthesized novel ZnO-SiO2

nanopowder using the conventional heating method.
The fingerprints were developed by powder dusting and
small particle reagent (SPR) methods. This method has
been effectively applied on various dry (semi-porous and
non-porous) and wet (non-porous) surfaces to visualize
the latent fingerprints as shown in Fig. 2. The results ex-
hibited that ZnO–SiO2 nanopowder has excellent

potential to envisage finger ridge detail at higher-level that
shows superior discernibility than other commercially
available white powders.

Explosive residue detection
Today, terrorism is the biggest societal enemy world-
wide. Its enormous growth is because of simple manu-
facturing of explosive-based weapons/devices; it is easy
to deploy, and their consequence as a massive destruc-
tion (Colton 2003). Detection of trace amounts of explo-
sive is a challenging task because of number of issues,
such as low quantity of unexploded explosives, contami-
nated samples, and different sample collection proced-
ure. In the case of bomb blast, fragmented residues of
explosive can be scattered from the actual place of blast
while unfragmented part of explosive remain at the
scene of the crime. During the crime scene investigation,
investigators can use nano-based technology to identify
the unfragmented/trace amount of fragmented explo-
sives from the crime scene. In most cases of bomb blast,
it is difficult for an investigator to identify unfragmented
explosives. Hence, the investigators are unable to pro-
vide enough evidence to corroborate the link between
the accused and the crime scene in the court, which is
further not adequate for conviction (Kosal 2008). Here,
nano-based technology can be useful to analyze untrace-
able explosive cases. With the help of nano-based tech-
nology, investigators are capable to detect microscopic
particles of gun powders on the shooter’s hand
(Mosher et al. 1998). In addition, due to usage of futile
method for detection of gunshot residue, investigators
are unable to identify even single particles of the

Fig. 1 Role of nanotechnology in forensic
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gunshot residue after the crime. High-resolution scan-
ning electron microscope (SEM) imaging can be used
to identify gunshot residue while with the combin-
ation of X-ray spectrometry, it may helpful to deter-
mine the elements that constitute the gunshot
residue. The recent study exhibited that gunshot resi-
due analysis is an important step in the shooting
cases that can help in prevention of crimes in the so-
ciety by providing adequate corroborative evidence
(Chalmers et al. 2012). However, these procedures are
time-consuming, required instruments, and chances of
error are more.

Pandya et al. 2012 have revealed that turmeric ex-
tracted curcumin nanoparticles-based, highly selective,
and ultrasensitive fluorescent probe can be used for
the Trinitrotoluene (TNT) detection up to 1 nM level
in aqueous solution (Fig. 3). Chu et al. 2015 proposed
a novel sensing technique for a label-free and selective
detection of 2,4, 6-trinitrotoluene (TNT) from 10− 12

to 10− 4 M based on amine-terminated nanoparticles.
These studies open up a new prospect for rapid, easy,
and reliable detection of TNT from environmental
samples and also at the crime scenes by measuring the
fluorometric intensity.

Fig. 2 Latent fingerprint developed on various nonporous/semi-porous surfaces using functionalized nanoparticles

Fig. 3 Application of nanoparticles in explosive detection: schematic representation of interaction between nano-curcumin and TNT
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DNA analysis
Increasing heinous crime rate is the biggest challenging
issue in our modern society. To prevent such crimes and
to punish the perpetrators by ensuring them to put be-
hind the bar, nanotechnology can be one of the most
vital techniques. Presence of genetic materials is DNA;
one of the most important corroborative evidence that
helps to identify the presence of the person at the scene
of crime whether DNA belongs to victim or perpetrator.
Nowadays, magnetic nanoparticles are being used to ex-
tract DNA from different biological sources like the
blood, hair, skin, semen, and saliva (Castella et al. 2011).
In addition, more advancement occur in the field of
DNA analysis by developing nanotechnology-based tools
that can be used to read DNA sequence in a molecule
directly (McCord 2006). Moreover, by putting the DNA
molecules on carbon nanotubes, DNA sequence can be
analyzed using atomic force microscopy technique
(McCord 2006).

Ion beam analysis
Ion beam analysis is one of the sophisticated instru-
mental techniques that can be employed to examine fo-
rensic materials. This technique can be used to detect,
identify, and analyze the residues obtained from gun-
shots, explosives, soil, ink, and finger prints. This tech-
nique can help to establish the link of suspect/suspects
with the crime scene and criminal act (McGuire 2012;
Meng and Caddy 1997). This method helps to analyze
elemental composition of materials which found at the
crime scene by comparing it with reference materials.
The ion beam analysis is a highly sensitive technique
and capable to analyze most of the elements quantita-
tively as compared to the traditional methods. The ion
beam analysis is a modern technique that employs milli
electron volts (meV) ion beams to identify the samples
composition attained from the scene of crime. Ion
beam analysis technique is also used to detect elements
in the sub monolayer and its elemental depth profiling.
The depth profiling ranges from few nanometers to
10 nm (Saverio Romolo and Margot 2001).
In ion beam analysis, when beam strikes the surface of

sample, charged particle interacts with electrons and nu-
clei of the atoms of the sample. In this order, particle
emission occurs (Shinde et al. 2010). These particle or
radiation emissions signify the qualitative as well as
quantitative analysis of elements that constitute the sam-
ple being examined. The analysis process of this tech-
nique employs spectrometric process that helps to
identify certain elements in different samples via spectral
peak and also determine the concentration of the ele-
ments through its optical density (OD) value. This tech-
nique also helps to determine the thickness, nature, and
position of the elements. There are different ion beam

analysis techniques coupled with particle-induced X-ray
emission, particle-induced Gamma-ray emission used for
qualitative and quantitative analyses of the samples. In
this order, investigators have choice of methods for ana-
lyzing samples according to the requirement of the case
and sample obtained from crime scenes (Vedder and
Teeuw 2008).

Nano trackers
Nowadays, trackers and barcodes are used to combat the
crime. Trackers are being used as a preventing tool in
the form of secret pattern on the products to avoid
people from thieving. Apart from preventing tool,
trackers can also be help to track down those items
which are stolen or missing. Trackers can also be used
for security purposes as they can be used to avert pris-
oners from absconding. In this case, nano trackers are
injected into the prisoners’ body which helps to track
them if they escape. Nano trackers are also enabling to
monitor the convicts after being released. Nano trackers
help to track them easily if they are again involved in a
crime (Hogard and Ellis 2007).
In addition, barcodes also help to prevent crime

(Gooch et al. 2016). Nanotechnology helps in deter-
mining the authenticity of the items. Nanotechnology
can also be applied in various sectors to prevent them
from forged or duplicate products (Gooch et al. 2016).
Counterfeiting or duplication of products leads to
major economic loss and reputation of the respective
companies and their countries. Product authenticity is
directly linked to the reliability and reputation of the
company; if a customer purchases the forged or dupli-
cate products then reliability of the products and
reputation of the company will be gone. If companies
fabricated forged products and pass them off as au-
thentic, it may affect both consumers and companies
as they suffer losses. Uses of watermarks may help to
prevent duplication of products by differentiating
genuine from forged products (Gooch et al. 2016).
With the help of nanotechnology, various tools are be-
ing developed that could be able to differentiate forged
products from authentic one. In this way, nanotech-
nology helps to prevent counterfeit crime. Nano tech-
nology has been developed nanofibers and nanodots
with diverse colors to detect duplicate products. These
nanofibers and nanodots have been detected using
various forensic light sources that are meant to decipher
the nanofibers and nanodots. So, in this way, counterfeit
crime has been prevented (Teeuw et al. 2008).
Additionally, different types of criminal cases like hit

and run, burglary, and fraud can also be investigate
with the help of nanotechnology (Chalmers et al. 2012).
Nanotechnology is also relevant in those cases in which
petroleum products are involved such as arson cases to
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examine the petroleum hydrocarbon traces. Furthermore,
nanotechnology is also pertinent in the cases related to
cyber (mobile and internet) and sting operations (authen-
tication of tapes and identification of speakers). In these
cases, the investigators scrutinize suspected tapes by iden-
tifying the coating of nanomaterials on its surface which is
a marking of authentication.

Screening of drug-facilitated crime
Drug-facilitated crime (DFC), commonly termed as
“date rape” includes rape or other sexual assault, rob-
bery, money extortion, and physical harm to all ages
of individual under the influence of psychotropic sub-
stances (Nasir Uddin 2014; Zhai et al. 2014; Sanghavi
et al. 2014). The intention of this crime is to impair
the behavior, perception, or decision-making capacity
of the individual under the influence of drug. These
impairments may further extend to take unwanted ad-
vantages from impaired individual, with or without
his/her consent. Thus, detection of illicit drugs is a
challenging task for many forensic experts because of
its unavailability in original form in the questioned
sample which has been sent to the forensic science la-
boratory for examination. The conventional method of
drug testing is allied with various issues such as
cost-effectiveness, instrument limitations, and sensi-
tivity; therefore, to evade such issues, application of
nanotechnology into the pharmaceutical industry be-
comes essential for drug analysis. Nanotechnology
plays a vital role in detection of illicit drugs because it
encompasses unique physico-chemical properties and
well-known advantages in terms of selectivity, sensitiv-
ity, cost-effectiveness, affordability, and capability of
miniaturization and automation (Lad et al. 2016). Re-
cently, a study developed a “smart” system using
citrate-stabilized gold nanoparticles (AuNPs) as a
probe and smartphone camera as an analysis device
for rapid detection and quantification of codeine
(COD) sulfate. In this method, camera of smartphone

used to detect ultrasensitive colorimetric changes in
the probe due to the presence or absence of codeine
sulfate allows simple, portable, on-spot, rapid, detec-
tion of an illicit drug using nanotechnology (Lodha et
al. 2014). Furthermore, similar research group also re-
ported a highly sensitive, selective, and cost-effective
method for the detection of trace amounts of clonaze-
pam based on AuNPs in the presence of melamine
(Lodha et al. 2013) (Fig. 4).

Estimation of time since death
In medico-legal investigation, time since death (TSD) es-
timation is a vital step. A precise estimation of TSD may
be helpful to provide the accurate time and cause of
death. In the conventional method, there are various pa-
rameters through which TSD can be estimated. These
parameters included algor mortis, changes in the eye,
postmortem hypostasis, rigor mortis, changes in decom-
position, stomach and bowels content, contents of urin-
ary bladder, and anecdotal evidences. All of these
parameters can only provide approximate time of death.
The observational changes in body fluids (blood, pericar-
dial fluid, synovial fluid, spinal fluid, aqueous humor,
and vitreous humor) are useful additional procedures to
establish TSD, immediately or shortly after death (Garg
et al. 2004).Out of these body fluids, vitreous humor
(VH) remains unchanged even after a long time span of
death. It exhibited that the biochemical changes (level of
amino acid) in VH is slow and therefore, by the help of
this biochemical analysis, TSD can be estimated accur-
ately (Swann et al. 2010). Recently, a smart, rapid, sensi-
tive, cost-effective, and lab on chip method have been
developed that provides easy determination of cysteine,
an amino acid (Fig. 5) (Swann et al. 2010).This method
may lead to estimate the TSD up to 96 h till cystine con-
centration from VH increases significantly and showing
a linear correlation with expansion of TSD. In the near
future, this method can be developing a microfluidic sys-
tem, smart approach-based detection to estimate the

Fig. 4 Application of nanoparticles in sedative drug detection: schematic diagram of gold nanoparticles interaction with clonazepam
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cysteine concentration and correlate it with TSD estima-
tion (Ansari et al. 2016). Recently, Williams and his col-
leagues have developed a flow cytometry-based method
to estimate TSD. In this method, DNA degradation rate
of spleen and brain tissues were measured up to 96 h
and brain tissue found more suitable as compared to
spleen (Williams et al. 2015). Furthermore, in another
study, potential application of flow cytometry for TSD
estimation was well elucidated. In this study, flow
cytometry-based method was able to detect erythrocytes
in contaminated VH. This method helped in screening
of samples for which the biochemical results would not
be consistent. Due to higher sensitivity of flow cytometry
as compared to conventional method, nowadays this
screening test becomes the most popular method for the
estimation of TSD (Cordeiro et al. 2015). This flow
cytometry-based method would give a pace to legal
medicine and help to avoid the false interpretation and re-
duce the number of pending cases in the court (Cordeiro
et al. 2015; Shukla 2016). In the near future, amino acid
concentration from VH can be detected by fluorescent
nanoparticles and then quantification could be assessed
using flow cytometry which would be a possible approach
to estimate TSD precisely.

Security
Nanotechnologies in the forensic science and security
can modernize the approach an investigation is executed
by reducing time, cost and expertise required, and sim-
ultaneously increasing precision and accessibility of nano
collection and analysis devices (Fig. 6) (Shukla 2016).
Since nanotechnology is a branch of applied science in
its initial stages of development, many of the drifts and
application strategies are still anticipated but not yet
fully established to work. General apprehensions regard-
ing nanotechnology differ from the lack of cohesive
terminology; the health and safety concerns widely
reflected about application of nanotechnology in every-
day life; to the “balance of power in the world” which
may be exposed by the possible “nanomaterials,” and
many others (Litton 2008). However, in linking with the
security domain further, social, ethical, and legal disputes
may be explored. In India, lack of awareness about the
security sector is the major social concerns. This gap
can be filled by conducting more and more awareness
program at each and every level through which people
get aware about security sector and access their data
with full security. But, it definite leads to the compulsion
of specific legislation to prevent unlawful access or

Fig. 5 Schematic illustration of smartphone enabled platform for the time since death determination from vitreous humor cysteine
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disappearance. Additionally, the power transfer from gov-
ernment to private parties who retain the knowledge and
skills to design the technology used may ask the question
about the regulation and quality control of implementa-
tion of legal norms by technology, which can be more dif-
ficult by the increasing complexity of nanotechnologies.
Furthermore, when nanotechnology comes, some of

the most quoted ethical and legal issues are raised. The
reason behind that nanotechnology will enable to de-
velop small and hidden devices that can be used to
gather and spread secret information about individuals
or firm to their rival. Surveillance devices would be able
to conquer people’s privacy, but the nanodevices are
small and eventually extensively available, allowing not
only government but also private parties to access sensi-
tive personal information (Stankova 2015).
Accountability is another major issue being discussed,

since human behavior may influence and controlled by
nanotechnologies, and when the behaviors are externally
controlled, it might be hard to prove the intent of the
act. Additionally, individual’s liberty can be probed,
when we will have dealt with many non-essential infor-
mation and alternatives.

Further queries about acceptability of the technology
and its development would invade the conventionally
running system like government administration, and
law and order (Katrina 2008). Katrina explained about
the integration of nanotechnology with the neurosci-
ence. She emphasized that nanotechnology may affect
the commonsense psychology by providing new infor-
mation about the mental states (alteration, inhibition
or implanting) from the suspected person which are
relevant for the case investigation process. Herein,
nanotechnology helps to make the common sense
psychology process more informative, and if this inte-
gration is executed precisely, then the injustice seems
to be tougher to escape from else.
Finally, any kind of technology advancement has always

been carried out inherent jeopardies and in majority of
cases benefits have balanced the adverse effect. This may
also happen with nanotechnologies, which provide such
an extensive range of revolutionary prospects for protec-
tion of security (Simonis 2006). These altogether will in-
deed augment both theoretical and applied prospect of
science. From the legal and ethical point of view, extenu-
ation of risks can be found in the conception of pertinent

Fig. 6 Application of nanotechnology in various sectors
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regulation that reflects all identified issues together with
stringent control on the advancement of design, so that
no unnecessary norms are imposed through it.

Future aspects
This review can indicate the exposure of this new area
of research to solve the crime on site with the help of
nanotechnology. The potential integration of all la-
boratory processes onto a nanoplatform is conceivably
the most interesting development which may further
minimize laboratory contamination issues. Advanced
developments in nanotechnology tools like nanop-
robes, nanodevices, and nanochips can be effective ap-
proaches to prevent crime and provide augmenting
security to the society. Nanotechnology can be helpful
to protect people from varied range of criminal activ-
ities like violent crimes, rape, murder, theft, fraud, and
terrorist attacks. It can also be used to shield kids,
teenagers, and elders from kidnapping, cybercrime,
and abduction. Since the past decades, the crime rate
has increased enormously in the society and weak
execution of crime prevention and investigation ap-
proaches are the two major confounding factors to en-
hance it. Most of the conventional methods employed
to prevent crime are not effective. These traditional
methods require proper collection and preservation of
the evidence and takes time to reach at laboratory
where analyses are also taking ample of time. These
will not only increase the number of pending cases in
the court but also their reliability and credibility in the
court is also an important issue.
Nanoplatform can help to improve the evidence analysis

procedure (detection, collection, and preservation of evi-
dence) obtained from the crime scene; provide pace in in-
vestigation process. Nanodevices can be employed to
analyze residual evidences obtained from variety of cases
like bomb explosion, gunshots, hit and run, sexual assault,
arson, cybercrime, and burglary. Residual analysis and its
elemental composition can be assessed by most sensitive
ion beam analysis method. Moreover, forensic workforce
must be equipped with nano-based handheld small de-
vices/techniques that help to analyze the evidence on the
spot at the scene of crime which may provide a pace in in-
vestigation process. In the conventional approach of inves-
tigation, experts took blood, semen, fingerprint, hair, and
other types of evidences at the crime scene, collect and
preserved it, and by the time send it to the laboratory for
examination. Development of multifunctional nanodevice
as handheld mini-lab at the crime scene can help to
analyze the evidence on the field that would save the time
of evidence collection and examination.
Certain nanomaterials like carbon, gold, and silver are

preferably applied for the preparation of chemically

modified electrodes for drug sensing. However, nanoparti-
cles made from platinum, palladium, or metal oxides have
not been used vastly for this purpose. The use of nanopar-
ticles as modifiers is anticipated to be a matter of great re-
search interest in the field of nanomaterial-based devices
for detecting illicit drugs.
The future may also embraces many possibilities for

nanomaterial-based devices available for the detection
and investigation of crime, surveillance, and tracking
the missing or stolen items. Nanomaterial-based de-
vices may also be available for differently abled indi-
viduals that require the assistance of others to track
their whereabouts. Adaptation of new nanomaterial-based
devices by our law enforcement agencies and officers to
combat the crime would shape our future. Prior to adopt-
ing these technologies, agencies must know what technol-
ogy will be available and should also know how they will
acquire it to protect their society. Our future would have
possibilities to develop a safer and crime-free environment
through the use of nanotechnology. Our responsibility
in this regard is to set standards and protocols for the
ethical norms of this emerging technology, produce
skilled persons to handle these techniques, and con-
stantly improve our strategies to combat and prevent
the crime in the society.

Conclusion
The question still remains whether law enforcement agen-
cies and officers are ready to acquire and apply this
nano-based technology and devices for factual science or
it remains in science fiction and research purposes only. It
is reassuring to know that potential of nanotechnology
can make a positive social contribution and it would not
only help to solve the crime but also prevent the crime. In
the near future, nanotechnology may assist as an innova-
tive and preventive tool in the various field of forensic sci-
ence like virtual autopsy, crime scene investigation,
fingerprint identification, questioned document, ballistics,
and toxicology.
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